Bio-aerogel Nanocomposite

Transmission electron micrograph of a bio-aerogel nanocomposite. When attached to

a 10-

the protein cytochrome-c (gray globule) remains

nm gold particle (dark spot)

functional after incorporation into a silica aerogel host (fine mottled gray region).



